
1999-2002 Chevrolet Silverado Front Bumper 2009 Toyota Tundra Front Bumper
OE Part# - 52111-OC901

Parts Tested – 4 Parts Tested - 3

Weight (lb.) Current Weight (lb.) Current
High Low Average Service Part High Low Average Service Part
26.67 26.47 26.57 26.47 24.82 22.01 23.42 22.01

Material Thickness Current Material Thickness Current
High Low Average Service Part High Low Average Service Part

0.0847 0.0817 0.0832 0.0828 0.0606 0.0541 0.0574 0.0541

Yield (psi) Current Y ield (psi) Current
High Low Average Service Part High Low Average Service Part

62100 53750 57925 53750 43750 35850 39800 43750

Tensile Current Tensile Current
High Low Average Service Part High Low Average Service Part

71700 67700 69700 67700 53900 46550 50225 53900

2002-09 Dodge Ram Front Bumper
OE Part# - 1C3Z-17757-BA OE Part# - 55077946AB
Parts Tested – 8 Parts Tested – 3

Weight (lb.) Current Weight (lb.) Current
High Low Average Service Part High Low Average Service Part
37.78 35.35 36.56 37.75 33.60 n/a n/a 33.60

Material Thickness Current M aterial Thickness Current
High Low Average Service Part High Low Average Service Part

0.0790 0.0714 0.0752 0.0761 0.0768 0.0730 0.0749 0.0767

Yield (psi) Current Yield (psi) Current
High Low Average Service Part High Low Average Service Part

44800 34700 39750 40400 67800 59000 63400 59000

Tensile Current Tensile Current
High Low Average Service Part High Low Average Service Part

57000 45400 51200 52300 76500 69800 73150 69800

OE Part# - 12336026

1999-2004 Ford Superduty Front Bumper



1999-2002 Chevrolet Silverado Front Bumper
OE Part# - 12336026
Parts Tested – 4

Weight Yield
Tensile

lbs. High Low Average Current (psi) High Low Average Current
72000 High Low Average Current

27 26.67 71100
26.57 72000 71700

26.47 26.47 71000
26

71000
70000

25
70000 69700

69000
24

69000
68000 67600

23 67350
68000 67700 67700

67000

Material Thickness 67000
66000

High Low Average Current
66000

0.0850 0.0847 65000

65000
0.0840 64000

63600
0.0832

0.0830 0.0828 63000

0.0820 62000
0.0817

0.0810

0.0800



OE Part# - 1C3Z-17757-BA
Parts Tested – 8

Weight Yield Tensile

lbs. High Low Average Current (psi) High Low Average Current High Low Average Current
38 37.78 37.75 45000 44800

58000

37 44000 57000 57000
36.56

56000
36 43000

55000
35.35

35 42000 54000

53000
34 41000 52300

40400 52000
51200

33 40000 39750 51000

50000
32 39000

49000

31 38000 48000

47000
37000

46000
Material Thickness 45400

36000 45000
High Low Average Current

44000
0.0800 35000 34700

0.0790 0.0790 34000

0.0780

0.0770

0.0760 0.0761

0.0750 0.0752

0.0740

0.0730

0.0720
0.0714

0.0710

0.0700

1999-2004 Ford Superduty Front Bumper



2009 Toyota Tundra Front Bumper
OE Part# - 52111-OC901
Parts Tested - 3

Weight Yield Tensile

lbs. High Low Average Current (psi) High Low Average Current High Low Average Current
26

44000 43750 43750 54000 53900 53900

25 24.82
43000 53000

24
23.42 42000 52000

23
41000 51000

22 22.01 22.01 50225
40000 39800 50000

21
39000 49000

20
38000 48000

37000 47000
Material Thickness 46550

High Low Average Current 36000 35850 46000

0.0606
0.0600 35000 45000

0.0590

0.0580
0.0574

0.0570

0.0560

0.0550

0.0541 0.0541
0.0540

0.0530

0.0520

0.0510

0.0500



2002-09 Dodge Ram Front Bumper
OE Part# - 55077946AB
Parts Tested – 3

Material Thickness Yield Tensile

High Low Average Current (psi) High Low Average Current High Low Average Current
0.0780 69000

77000
76500

0.0770 0.0768 68000
0.0767 67800 76000

0.0760 67000
75000

0.0750 0.0749 66000
74000

0.0740 65000 73150
73000

0.0730 0.0730 64000
63400 72000

0.0720 63000
71000

0.0710 62000
70000 69800 69800

0.0700 61000
69000

60000
68000

59000 59000 59000

58000


